
RECOMMENDED PARAMETERS FOR MIG/MAG MODE SETTING 
(when using the standard set of cables supplied with the machine)

Ст3кп steel 
(Fe37-3FN)

Diameter of a welding 
wire ER307Ti 

(Св-08Х20Н9Г7Т)
Material 

thickness 0,8mm

Ø 0,8mm Feeder speed 
Source voltage

2,9m/min 
16,7V

2,1m/min 
18,8V

3,9m/min 
17,6V

5,7m/min 
19,5V

6,8m/min 
20,6V

7,5m/min 
22,6V

8,9m/min 
24V

10m/min 
25,5V

9,1m/min 
25,7V

9,1m/min 
25,7V

2,1m/min 
19,6V

3m/min 
20,6V

4,2m/min 
21,6V

4,4m/min 
22,1V

5,3m/min 
22,9V

5,6m/min 
23,2V

6,2m/min 
23,7V

6,3m/min 
24,4V

6,6m/min 
25,5V

2,2m/min 
16,6V

2,5m/min 
18V

3,3m/min 
18,9V

4,2m/min 
20,2V

5,1m/min 
22,4V

5,4m/min 
23,8V

5,3m/min 
25V

5,5m/min 
25,2V

5,5m/min 
25,5V

2,7m/min 
21,3V

2,1m/min 
18,5V

2m/min 
20,6V

3,3m/min 
23,1V

3,4m/min 
24V

3,7m/min 
25,5V

4,1m/min 
26V

4,1m/min 
26,4V

4,1m/min 
26,4V

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Ø 1,0mm

Ø 1,2mm

Ø 1,6mm

1,0mm 1,5mm 2mm 3mm 4mm 5mm 6mm 8mm 10mm 12mm

 CO2

Ø 0,6mm Feeder speed 
Source voltage

5,3m/min 
16,4V

5,7m/min 
17,0V

6,6m/min 
19,6V

7,4m/min 
20,5V

8,0m/min 
20,6V

8,8m/min 
21,1V

Feeder speed 
Source voltage

Material 
thickness 0,8mm

Ø 0,6mm Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Ø 0,8mm

Ø 1,0mm

Ø 1,6mm

Ø 1,2mm

1,0mm 1,5mm 2mm 3mm 4mm 5mm 6mm 8mm 10mm 12mm

82% Ar 
+ 18%
CO2

Ст3кп steel

3,0m/min 
14,3V

3,7m/min 
15,9V

4,5m/min 
16,2V

4,9m/min 
17,1V

5,3m/min 
19,3V

5,9m/min 
19,9V

6,5m/min 
20,5V

6,5m/min 
20,5V

7,1m/min 
21,0V

2,4m/min 
13,9V

2,9m/min 
15,3V

3,6m/min 
15,8V

4,1m/min 
17,3V

4,4m/min 
17,9V

4,8m/min 
18,6V

5,6m/min 
18,6V

5,7m/min 
19,5V

7,5m/min 
20,2V

2,8m/min 
12,7V

2,5m/min 
12,7V

3,8m/min 
14,1V

4,1m/min 
14,6V

4,4m/min 
16,0V

4,8m/min 
16,7V

5,0m/min 
17,2V

5,5m/min 
18,0V

5,6m/min 
18,7V

6,8m/min 
19,4V

2,4m/min 
16,7V

2,1m/min 
15,4V

2,6m/min 
16,1V

2,8m/min 
17,1V

2,5m/min 
18,1V

2,5m/min 
18,1V

4,0m/min 
22,9V

4,0m/min 
20,9V

4,0m/min 
20,6V

5,0m/min  
16,5V

5,0m/min 
16,5V

6,2m/min 
17,9V

6,8m/min  
18,6V

8,1m/min 
19,4V

10,0m/min 
20,0V

Material 
thickness 0,8mm

Ø 0,6mm Feeder speed 
Source voltage

5,3m/min 
16,4V

2,0m/min 
12,6V

5,7m/min 
17,0V

6,6m/min 
19,6V

7,4m/min 
20,5V

8,0m/min 
20,6V

8,8m/min 
21,1V

2,3m/min 
13,2V

3,0m/min 
13,8V

2,0m/min 
15,4V

2,2m/min 
17,5V

2,5m/min 
17,8V

3,0m/min 
18,0V

2,8m/min 
19,6V

3,5m/min 
19,7V

3,0m/min 
19,3V

3,2m/min 
20,9V

3,3m/min 
15,8V

4,3m/min 
16,9V

4,5m/min 
18,6V

4,5m/min 
19,1V

4,8m/min 
21,0V

4,9m/min 
20,5V

4,5m/min 
20,4V

3,5m/min 
16,0V

3,0m/min 
14,1V

4,6m/min 
17,8V

5,0m/min 
18,6V

5,3m/min 
19,3V

5,7m/min 
19,6V

6,1m/min 
20,3V

6,1m/min 
20,5V

5,7m/min 
20,6V

4,0m/min 
18,7V

2,4m/min 
13,5V

2,7m/min 
15,1V

4,2m/min 
19,4V

4,7m/min 
19,5V

4,9m/min 
19,6V

5,5m/min 
20,9V

5,8m/min 
21,1V

6,0m/min 
21,8V

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Ø 0,8mm

Ø 1,0mm

Ø 1,6mm

Ø 1,2mm

1,0mm 1,5mm 2mm 3mm 4mm 5mm 6mm 8mm 10mm 12mm

100% 
CO2

Ст3кп steel

Material 
thickness 0,8mm

Ø 0,8mm Feeder speed 
Source voltage

2,2m/min 
12,6V

2,5m/min 
12,9V

3,8m/min 
14,7V

4,6m/min 
15,9V

5,1m/min 
17V

5,8m/min 
17,6V

6,4m/min 
18,4V

6,5m/min 
18,7V

7m/min 
19,5V

2m/min 
14V

2,3m/min 
14,7V

2,6m/min 
15,3V

3,5m/min 
16,4V

4m/min 
19,7V

4,7m/min 
20,2V

4,9m/min 
20,4V

5m/min 
21,8V

5,4m/min 
22,1V

5,4m/min 
22,6V

2,3m/min 
13,7V

2,5m/min 
14V

2,7m/min 
16,1V

3m/min 
17,4V

3,3m/min 
18V

3,7m/min 
19V

3,9m/min 
19,2V

4m/min 
19,5V

4,4m/min 
19,9V

2,2m/min 
14,5V

2,8m/min 
15,5V

2,9m/min 
15,8V

3m/min 
19,9V

3,1m/min 
18V

3,2m/min 
18,7V

3,2m/min 
20V

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Ø 1,0mm

Ø 1,2mm

Ø 1,6mm

1,0mm 1,5mm 2mm 3mm 4mm 5mm 6mm 8mm 10mm 12mm

 CO2

Diameter of a welding 
wire ER70-S6             

(Св-08Г2С)

09Г2С (ANSI 
A 516-55)

steel

Material 
thickness 0,8mm

Ø 0,8mm Feeder speed 
Source voltage

2m/min
15,4V

2,4m/min 
16,8V

2,6m/min 
17,4V

3,5m/min 
17,6V

4,5m/min 
19V

5,1m/min 
19,7V

6,1m/min 
20,8V

6,8m/min 
21,5V

7,4m/min 
22V

7,4m/min 
22V

2,1m/min 
16,5V

2,6m/min
17V

3,1m/min 
17,5V

3,6m/min 
18,6V

4,4m/min 
20V

4,8m/min 
21,5V

5,3m/min 
22V

5,5m/min 
22,1V

5,5m/min 
23,1V

2m/min
15V

2,6m/min 
16,8V

3m/min 
18,3V

3,4m/min 
19V

4m/min 
19,6V

4,7m/min 
20,5V

5,3m/min 
21,1V

5,7m/min 
22,2V

5,7m/min 
22,2V

2,1m/min 
19,1V

2m/min 
17,4V

2,2m/min 
20,2V

2,8m/min 
20,5V

2,8m/min 
21V

3,1m/min 
21,5V

3,4m/min 
21,8V

3,6m/min 
23V

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Ø 1,0mm

Ø 1,2mm

Ø 1,6mm

1,0mm 1,5mm 2mm 3mm 4mm 5mm 6mm 8mm 10mm 12mm

82%
Ar + 18% 

CO2

Diameter of a welding 
wire ER70-S6             

(Св-08Г2С)

09Г2С (ANSI 
A 516-55)

steel

Material 
thickness 0,8mm

Ø 0,8mm Feeder speed 
Source voltage

2,5m/min 
17,8V

2,9m/min
18V

3,4m/min 
18,8V

4,3m/min 
19,7V

4,9m/min 
20,3V

6m/min
21,4V

6,6m/min 
22,2V

7,3m/min 
23V

2m/min
17,3V

2,4m/min 
17,7V

2,7m/min 
21,3V

3,6m/min 
21,6V

4,5m/min 
21,6V

5,1m/min
23V

5,2m/min 
24V

5,4m/min 
24,5V

5,4m/min 
24,5V

2,1m/min 
17,3V

2,3m/min 
19,2V

3m/min 
20,1V

3,4m/min 
20,1V

3,8m/min 
22,4V

5,2m/min 
23V

5,4m/min 
24V

5,6m/min 
24,5V

5,6m/min 
24,7V

2,2m/min 
20V

2,1m/min 
17,6V

2,8m/min 
21,3V

3,1m/min 
21,2V

3,2m/min 
21,2V

3,3m/min 
22,2V

3,3m/min 
22,4V

3,4m/min 
22,6V

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Ø 1,0mm

Ø 1,2mm

Ø 1,6mm

1,0mm 1,5mm 2mm 3mm 4mm 5mm 6mm 8mm 10mm 12mm

82% Ar 
+ 18%
CO2

Ст3кп steel 
(Fe37-3FN)

Diameter of a welding 
wire ER307Ti 

(Св-08Х20Н9Г7Т)

Diameter of a welding 
wire ER70-S6S6           

(Св-08Г2С)

Diameter of a welding 
wire ER70-S6S6           

(Св-08Г2С)



Diameter of a welding 
wire ER307Ti

(Св-08X20H9Г7Т)

Material 
thickness 0,8mm

Ø 0,8mm Feeder speed 
Source voltage

2,8m/min 
16,3V

2m/min 
19V

3,9m/min 
17,2V

5,5m/min 
19V

6,5m/min 
20,4V

7,5m/min 
22,4V

8,5m/min 
23,6V

9,6m/min 
25V

8,7m/min 
25,4V

8,7m/min 
25,4V

2,2m/min 
19,2V

2,9m/min 
20,1V

4m/min 
21,4V

4,5m/min 
21,9V

5m/min 
22,6V

5,3m/min 
23V

6m/min 
23,5V

6,2m/min 
24,2V

6,5m/min 
25,3V

2,2m/min 
16,2V

2m/min 
19,6V

2m/min 
20,2V

2,6m/min 
17,6V

3,2m/min 
18,4V

4m/min 
20,1V

5,2m/min 
22,2V

5,1m/min 
23,4V

5m/min 
24,5V

5,2m/min 
25V

5,2m/min 
25,2V

2,5m/min 
20,8V

3m/min 
22,9V

3,4m/min 
23,8V

3,3m/min 
26V

3,7m/min 
26,5V

3,7m/min 
26,5V

3,7m/min 
26,3V

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Ø 1,0mm

Ø 1,2mm

Ø 1,6mm

1,0mm 1,5mm 2mm 3mm 4mm 5mm 6mm 8mm 10mm

 CO2

09Г2С (ANSI 
A 516-55)

steel

Material 
thickness 0,8mm

Ø 0,8mm Feeder speed 
Source voltage

2,1m/min 
16,1V

2m/min 
14,5V

2,6m/min 
16,8V

2,9m/min 
17,2V

3,4m/min 
18,1V

6m/min 
19,5V

6,1m/min 
19,8V

6,6m/min 
20,1V

6,6m/min 
20,1V

2m/min 
14,7V

2,1m/min 
15,9V

2,4m/min 
17,1V

2,8m/min 
18V

3m/min 
19,2V

3,4m/min 
19,8V

4,4m/min 
20,5V

5m/min 
20,5V

5,5m/min 
21,8V

5,5m/min 
21,8V

2m/min 
14,7V

2,5m/min 
16,8V

2,7m/min 
17,2V

3,8m/min 
18,6V

4,3m/min 
19,7V

4,5m/min 
19,9V

4,9m/min 
20,8V

4,6m/min 
20V

2,2m/min 
18,6V

2,1m/min 
18,1V

2m/min 
16,5V

2,4m/min 
19,2V

2,7m/min 
19,9V

3,2m/min 
20,8V

3,3m/min 
20,9V

3,4m/min 
21,1V

3,1m/min 
21,1V

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Ø 1,0mm

Ø 1,2mm

Ø 1,6mm

1,0mm 1,5mm 2mm 3mm 4mm 5mm 6mm 8mm 10mm 12mm

 CO2

Diameter of a welding 
wire ER307Ti

(Св-08X20H9Г7Т)

12Х18Н10Т 
(AISI321)

steel

12Х18Н10Т 
(AISI321)

steel

Material 
thickness

Ø 0,8mm Feeder speed 
Source voltage

2,4m/min 
15,5V

3m/min 
16,3V

3,8m/min 
17,5V

4,7m/min 
18,4V

4,9m/min 
19,9V

5,1m/min 
20,5V

5,3m/min 
21,5V

5,3m/min 
21,5V

2m/min 
14V

2,4m/min 
15,7V

2,8m/min 
16,6V

3,4m/min 
17,2V

4,2m/min 
19,1V

4,3m/min 
20,2V

4,5m/min 
20,8V

4,8m/min 
21,5V

4,9m/min 
22V

2m/min 
14V

2,2m/min 
15,5V

2,7m/min 
16,6V

3,4m/min 
17,6V

3,9m/min 
18,1V

4,3m/min 
18,8V

5,2m/min 
20,2V

5,6m/min 
21,2V

2m/min 
15,3V

2m/min 
14,1V

2,3m/min 
15,8V

2,3m/min 
16V

2,3m/min 
16V

2,3m/min 
16V

2,3m/min 
19V

2,2m/min 
19,1V

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Ø 1,0mm

Ø 1,2mm

Ø 1,6mm

1,0mm 1,5mm 2mm 3mm 4mm 5mm 6mm 8mm 10mm 12mm

 CO2

0,8mm
Diameter of a welding 

wire ER70-S6             
(Св-08Г2С)

12Х18Н10Т 
(AISI321)

steel

Diameter of a welding 
wire ER70-S6             

(Св-08Г2С)

Material 
thickness 0,8mm

Ø 0,8mm Feeder speed 
Source voltage

2m/min
16V

2m/min 
15,8V

2,4m/min 
16,5V

3,3m/min 
17,8V

4,4m/min 
18,4V

5,5m/min 
21,2V

6m/min 
22,6V

6,3m/min 
21,4V

6,3m/min 
21,4V

2m/min
15V

2,1m/min 
17,1V

2,5m/min 
18,6V

3m/min
19,2V

3,7m/min 
20,2V

4,2m/min 
21,2V

4,4m/mi
n 22,1V

5,1m/min 
23,9V

5,2m/min 
24,3V

2m/min 
15,5V

2,1m/min 
16,2V

2,4m/min 
17,9V

2,7m/min 
18,4V

3m/min 
18,9V

3,7m/min 
19,9V

4,5m/min 
20,8V

5,2m/min 
22,4V

5,2m/min 
22,4V

2,1m/min 
16,2V

2m/min
15V

2,3m/min 
18,2V

2,4m/min 
19,4V

2,6m/min 
21V

2,8m/min 
21,4V

3m/min 
21,8V

3m/min 
21,9V

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Ø 1,0mm

Ø 1,2mm

Ø 1,6mm

1,0mm 1,5mm 2mm 3mm 4mm 5mm 6mm 8mm 10mm 12mm

82%
Ar + 18% 

CO2

20Х20Н14С
(AISI309)

steel

Diameter of a welding 
wire ER307Ti

(Св-08X20H9Г7Т)

Material 
thickness

Ø 0,8mm Feeder speed 
Source voltage

2,3m/min 
15,4V

2,7m/min 
16,1V

3,9m/min 
16,2V

4,3m/min 
16,8V

4,3m/min 
16,9V

4,5m/min 
17,5V

4,7m/min 
17,7V

4,7m/min 
17,7V

2,2m/min 
15,2V

2,6m/min 
17,4V

2,7m/min 
17,6V

3,5m/min 
18,7V

3,7m/min 
19,1V

4,4m/min 
20V

4,6m/min 
20,1V

4,7m/min 
20,2V

4,7m/min 
20,3V

2m/min 
14V

2,4m/min 
14,7V

2,5m/min 
16V

3m/min 
16,8V

4m/min 
18V

4m/min 
18V

4,1m/min 
18V

4,4m/min 
18,9V

2,1m/min 
17,9V

2m/min 
16,6V

2,7m/min 
20V

2,8m/min 
20,2V

2,9m/min 
20,4V

3m/min 
20,8V

3m/min 
20,5V

3m/min 
20,6V

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Ø 1,0mm

Ø 1,2mm

Ø 1,6mm

1,0mm 1,5mm 2mm 3mm 4mm 5mm 6mm 8mm 10mm 12mm

 CO2

0,8mm

09Г2С Material 
thickness 0,8mm

Ø 0,8mm Feeder speed 
Source voltage

2,9m/min 
18,5V

2,5m/min 
18,2V

3,8m/min 
19,3V

4,9m/min 
20,4V

5,5m/min 
21V

6,4m/min 
21,9V

7,2m/min 
22,9V

7,7m/min 
23,5V

2,1m/min 
17,3V

2,6m/min 
18,1V

3m/min 
21V

3,8m/min 
21,8V

4,7m/min 
22,7V

5,2m/min 
23,2V

5,6m/min 
24,4V

5,7m/min 
24,6V

5,5m/min 
24,8V

2m/min 
17,1V

2,1m/min 
18,3V

3,2m/min 
20,8V

3,5m/min 
22,3V

4,4m/min 
23,3V

5m/min 
23,9V

6m/min 
24,9V

5,8m/min 
24,7V

5,9m/min 
25,3V

2,3m/min 
19V

2,1m/min 
17,4V

2,9m/min 
20V

3,5m/min 
20,1V

3,5m/min 
20,2V

3,3m/min 
21,1V

3,3m/min 
21,4V

3,6m/min 
21,7V

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Ø 1,0mm

Ø 1,2mm

Ø 1,6mm

1,0mm 1,5mm 2mm 3mm 4mm 5mm 6mm 8mm 10mm 12mm

82%
Ar + 18% 

CO2

Material 
thickness 0,8mm

Ø 0,8mm Feeder speed 
Source voltage

2,4m/min 
17,2V

2,4m/min 
16,8V

2,4m/min 
17,6V

2,8m/min 
18,4V

3,9m/min 
20,2V

4,1m/min 
19,7V

4,5m/min 
20,3V

4,6m/min 
20,4V

2m/min
16,6V

2,2m/min 
17,3V

2,5m/min 
19,2V

4m/min
22V

4,1m/min 
22,2V

4,3m/min 
22,4V

4,8m/min 
22,5V

4,9m/min 
22,6V

5,3m/min 
22,6V

2m/min
17V

2,3m/min 
17,5V

2,5m/min 
18,2V

2,8m/min 
19,1V

3,1m/min 
19,5V

4m/min 
20,9V

4,2m/min 
21,1V

4,3m/min 
21,3V

4,3m/min 
21,3V

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Ø 1,0mm

Ø 1,2mm

1,0mm 1,5mm 2mm 3mm 4mm 5mm 6mm 8mm 10mm 12mm

82%
Ar + 18% 

CO2

12Х18Н10Т 
(AISI321)

steel
Material 

thickness 0,8mm

Ø 0,8mm Feeder speed 
Source voltage

2,1m/min 
17,4V

2,1m/min 
17,1V

2,2m/min 
17,8V

2,9m/min 
19,1V

3,6m/min 
20V

4,5m/min 
20,4V

4,9m/min 
20,9V

5m/min 
20,6V

2m/min 
17V

2,3m/min 
18,2V

3m/min
19,3V

3,7m/min 
22V

3,8m/min 
22,1V

3,9m/min
21V

4m/min 
21,1V

4m/min
21,1V

4,1m/min 
21,2V

2m/min 
17,8V

2m/min 
18,3V

2,3m/min 
19,1V

2,7m/min 
20,4V

3,7m/min 
21,5V

3,9m/min 
21,6V

4,4m/min 
22,1V

5,1m/min 
22,4V

5,1m/min 
22,4V

2,1m/min 
20,4V

2m/min 
19,7V

2,5m/min 
21V

3m/min 
22,1V

3,4m/min 
22V

3,5m/min 
22,7V

3,8m/min 
23,5V

3,8m/min 
23,5V

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Feeder speed 
Source voltage

Ø 1,0mm

Ø 1,2mm

Ø 1,6mm

1,0mm 1,5mm 2mm 3mm 4mm 5mm 6mm 8mm 10mm 12mm

82%
Ar + 18% 

CO2

20Х20Н14С
(AISI309)

steel

Diameter of a welding 
wire ER307Ti

(Св-08X20H9Г7Т)

Diameter of a welding 
wire ER307Ti

(Св-08X20H9Г7Т)

Diameter of a welding 
wire ER307Ti

(Св-08X20H9Г7Т)



ОФИЦИАЛЬНЫЙ ДИЛЕР В УКРАИНЕ:
storgom.ua

ГРАФИК РАБОТЫ:
Пн. – Пт.: с 8:30 по 18:30
Сб.: с 09:00 по 16:00
Вс.: с 10:00 по 16:00

КОНТАКТЫ:
+38 (044) 360-46-77
+38 (066) 77-395-77
+38 (097) 77-236-77
+38 (093) 360-46-77

Детальное описание товара: https://storgom.ua/product/paton-191904.html
Другие товары: https://storgom.ua/poluavtomaty.html 
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